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Note : The product being combination of various raw materials, there are chances of variations in colour and viscosity. The property 
and application of the product will remain same.
Store within 5ºC to 35ºC in original pack with tightly closed.

The above information on application on leather is given in accordance to the best of our knowledge and our lab applications. As the usage 
of the product by the consumer is not under our control, we are not liable for any sort of claims or reimbursements. The product is given 
without any guarantee/warranty in connection to end use.
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ZSIVIROL NFE-100
Raw Natural Oil Blend

Chemical composition Raw Oil with Emulsifiers

Solids 100 %

Appearance Pale Turbid oil

Shelf life Up to 10 months from date of manufacture

Dilution Soluble in Water as emulsion. 

Field of application

During fatliquoring and also before fixing.

Properties

	» Improves tear strength. Of the leather.

	» Excellent Burnishing effect.

	» Improves grain smoothness and grain resilense.

	» Good Dye Brilliancy.

	» Avoids Grain Crack.

Application:

ZSIVIROL NFE-100 can be used individually or by mixing with other fat liquors.
      
Quantities: 

Nappa Upper leather  :  1.0  - 2.0% 
Glace Kid    :  1.0 – 2.0% 
Garment leather   :  1% - 2% 
Uphostery leather            :  1.0 - 2.0 % 


